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1.5 QUALITY ASSURANCE 

A. Approved Installation Contractors: 

1. List of previously approved contractors
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2. Cold Water Absorption:  Shall not exceed 8% for an average of 5 brick, with no individual 
unit having an absorption of greater than 11%. 

3. 




